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. FOREWORD

This report was prepared by The Dow Chemical Company, Midland,

Michigan, under USAF Contract Nr. FO4611-67-C-0025. The contract
was initiated under Air Force Program Nr. 750 G, AFSC Project
Nr. 3148. "Investigation of the Thermodynamic Properties of Pro-
pellant Ingredients and the Burning Mechanisms of Propellants."
The work was administered under the direction of the Rocket Pro-
pulsion Laboratory, Edwards Air Force Base, with Mr. Curtis C.

v Selph acting as Air Force Project Officer.

. This annual report covers the work performed during 1 January
1968 through 31 December 1968. The Dow Report Number is T0025-4Q-68.

This work was pefformed by G. C. Sinke, A. C. Swanson, and
L. C. Walker, under the technical supervision of Dr. D. R. Stull
and management supervision of Dr. D. A. Rausch.

This report has been reviewed and is approved.

W. H. Ebelke, Colonel, USAF
Chief, Propellant Division
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ABSTRACT

(C) The heat of formation of crystalline perfluoroammonium
fluoborate (NF4BF4) was derived from measurements of the heat of
decomposition to NFs, BFs, and Fp as -337.4 £ 2.5 kcal/mole.
Infrared spectra and mass spectra verified the expected decom-
position products and also indicated the sample to be of good
purity.

(U) The binder ingredients PBAA and PBAN were analyzed as
C7.11006H10.9130200.42137630.03119No.02142 and Cs.sgssgHio.21855-
Oo.13751No.2284650.03119C1l0.01410, respectively. The heats of
formation, determined by standard oxygen bomb calorimetry, were
-8.28 keal/100 g PBAA and -0.70 kcal/100 g PBAN.

(C) Heats of combustion of aminoethylaziridine, C4HioN»o
(Code ELF-100), and methyldiazabicyclooctane, C;H14No (Code ELF-
101), were measured by standard oxygen bomb calorimetry. Derived
heats of formation of these liquids were +12.68 kcal/mole for
ELF-100 and +2.99 kcal/mole for ELF-101.

(C) A sample of methylene bisoxyamine, CHeO2No, was submitted
by AFRPL, Edwards Air Force Base, for oxygen bomb calorimetry.
The heat of formation derived from the combustion calorimetry
studies was -24.12 kcal/mole for the liquid sample as received.

(U) The heat of formation of CFsNF, gas was derived from its
heat of reaction with NF3. The reaction was triggered by addition
of cyanogen. The result, -168.9 kcal/mole, is in good agreement
with bond energy predictions and with a linear relation for the
heats of formation of the series CFx(NFs)4-x.

(U) Measurements of the heats of mixing of aqueous hydrazine
and aqueous HC1 led to an improved value for the heat of formation
of C1Fs (g) as -62.4 kecal/mole (based on -77.01 kcal/mole for HF,
22.8 Hz0) .

(U) Techniques for the heat of combustion of organic chlorine
compounds were checked by measurements of the heat of combustion
of aniline hydrochloride crystal. The value found agreed well
with an independent result based on solution calorimetry. This
indicates that our chlorine compound combustion techniques are
reliable and can be used on such compounds as organic perchlorates.

iii
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SECTION I

(U)  THERMOCHEMISTRY

A. THE HEAT OF FORMATION OF PERFLUOROAMMONIUM FLUOBORATE (C)

1. Introduction (U)

(C) Perfluoroammonium fluoborate (NF.BF,) was first synthe-
sized at Shell Development Company. A 5 gram sample was supplied
to us for thermochemical studies. The preparation of this rel-
atively large amount required a strenuous endeavor by Shell per-

sonnel and therefore optimum use of the sample was a fac »r in
our studies.

(C) The NF.BF4 was a white, free flowing, crystalline mate-
rial. Analytical data supplied by Shell Development Company
showed the sample to be of high purity. Due to the limited
amount of sample, no preliminary analyses were carried out at
Dow. Apparatus for heat of decomposition studies to be described
was designed to allow collection and identification of the decom-

position products; these experiments confirmed the sample to be
of good purity.

2. Heat of Combustion Approach (U)

a. Method (%)

(C) The first attempts to determine the heat of formation of
NF.BF4 were based on the technique for boron compounds described
by Good and Mansson (1). In this technique the boron-containing
compound is intimately mixed with powdered polyvinylidene fluoride
(trade name Kynar) in a plastic film bag. The bag is rolled tightly
and compressed into a solid pellet. When burned in oxygen in a
rotating combustion bomb containing water, the boron volatilizes
as BFs and dissolves to form aqueous HBF,. Although this approach
proved unsuccessful, the results will be briefly described.

b. Materials (U)

(U) A sample of polypropylene film, heat-set, balanced bi-
axially oriented, 50 mil gauge, type B500, was obtained from
Hercules Incorporated, Cleveland, Ohio. Two samples of the poly-
propylene film were analyzed for carbon and hydrogen. The average
carbon was 85.1%. The average hydrogen was 14.3%. When these
percentages were normalized they became 85.6% carbon and 14.4%
hydrogei, which agrees exactly with a theoretical molecular welght
of 42.08112 for CsHe.

(U) A sample of Kynar was supplied by the Pennsalt Chemicals
Corporation. A portion of the Kynar used by Good and Mansson (1)
was supplied through the courtesy of Dr. W. D. Good of the

-1-
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(This Page 1is Unclassified)

Thermodynamics Laboratory at the Bureau of Mines in Bartlesville,
Oklahoma. Analyses by Dr. Good indicated his sample agreed with-
in experimental error with the composition (C2HzFo)n.

(U) 1In combustions involving the Pennsalt sample, mass spec-
troscopic analysis of the bomb gases after combustion showed no
trace of CF,. The Pennsalt sample was powdered but no screened;
the Goocd sample was screened to 100 mesh particle size and finer.

c. Equipment (U)

(U) A typical rotating bomb calorimeter and a platinum-lined
combustion bomb were employed.

d. Procedure (U)

(U) The polypropylene film was pelleted and burned in the
usual fashion in a covered platinum crucible. The Kynar samples
were pelleted after being sealed in polypropylene film bags as
described by Good and coworkers (1,2)

(U) A weighed polypropylene bag contalning a weighed amount
of Kyner was locked into a dry box. Approximately the desired
amount of NF,BF, was weighed out on a small balance in the dry
box and added to the polypropylene bag. The bag was heat sealed
while in the dry box and the Kynar and NF4BF, intimately mixed by
manipulation of the sealed bag. A pinhole was pricked in the bag
to allow trapped gas to escape and the bag was rolled up and com-
pressed 1in a press to form a pellet. The pellet was placed in a
second welghed polypropylene bag which was then heat sealed, re-
moved from the dry atmosphere, and accurately weighed. The sample

thus enclosed did not pick up weight when weighed in the laboratory

alr.

(U) The weighed sample was placed in a platinum crucible in
a platinum-lined bomb. The bomb also contained 10 ml of water,
and after sealing was charged with purified oxygen to 40 atm pres-
sure. The heat of combustion was determined by the usual tech-
niques. A sample of the gaseous combustion products was analyzed
by mass spectrometry. The calorimeter has been calibrated with
N. B. S. benzoic acid in eighteen experiments to date. The
E(calor) = 3515.71 % 0.23 cal/deg.

e. Calorimetric Results (U)

(U) The calorimeter data for the diluent, Kynar, and the
polypropylene film bags were processed by a computer program.
Constant factors used as input for the program are given in Table
I and other variables in Tables II, III and IV.

2=
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Table I

Constant Factors in Combustion Calculations of Vinylidene

f AR MBI AT S e s o

Fluoride Polymer (Kynar) Pelleted in Polypropylene Bags

Empirical formula of Kynar

Empirical formula of polypropylene film

Empirical formula of fuse
Density of Kynar

Density of film

Density of fuse

Bomb volume, liter

initial oxygen pressure, atm
Initial water in bomb, g
Reference temperature, °C
Final ratio, H2O/HF

(6E/5P)T of Kynar, cal/g/atm
(6E/6P)T of film, cal/g/atm
(6E/6P)T of fuse

AE2 of polypropylene film, kcal/mol

o .
AEc of fuse, kcal/mo.

' Cp of Kynar, cal/g/°C

Cp of polypropylene film, cal/g/°C
Cp of fuse, cal/g/°C
E(Calor), cal/°C

-3
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Cz2H=F2
CaHe
CiHi.800-9
1.775
0.905

1.5
0.347

4o

20.0

25

10
-0.00189
-0.00310
Negligible
-466.08
-111.7
0.53

0.3215

0.4
3414.71
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(U) Heat of Combustion of Vinylidene Fluoride Polymer

(Kynar) Sample 42
Experiment Number
Parame cer 1 2 p)
Kynar, g 2.145502 1.569064 2.102306
. Film, g 0.068287 0.071116 0.067739
Fuse, g 0.003300 0.003007 0.002200
Moles HF(x102) final 6.7010 5.1228 6.5661
Mass, added Pt, g 51.0084 51.0084 51.0084
ty, °C 22.51850 23.09928 22.56779
tis °C 25.02229 25.01646 25.02236
: At corr., °C 0.07200 0.06934 0.07004
-AEc¢/M, cal/g 3527.8 3528.1 3528.3
Average -0Ec/M = 3528.1 cal/g
é Max. Dev. = 10.5 cal/g
F Table V
| (C) Heat of Combustion of NF4BF4
Mass Poly- Mass Mass
T TR e eams  calls
1 0.13076 - 1.38462 0.06738 1003
2 0.13983 1.67173 0.68265 990
3 0.10523 1.36214 0.49074 522
4 0.15707 1.32800 0.48851 Th3
6
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(U) There were occasional traces of scot or carbon found in
some of the combustions. However, as shown in Table V, there is
no apparent trend in AES/M values with or without traces of car-
bon after combustion. Three combustions on the sample supplied
by Dr. Good (Table IV, Sample Nr. 2) gave an average -AE;/M = 3528.1
cal/g, in excellent agreement with 3527.8 + 0.6 cal/g determined
by Good and Mansson (1). The Pennsalt sample (Table III, Sample
Nr. 1) gave an average -AE3/M -3538.5 cal/g, indicating slight
differences in composition and/or crystallinity. The precision
of the measurements is very satisfactory and the accuracy 1s con-
firmed by the agreement with Good and Mansson.

(U) Data for the polypropylene film (Table II) also show
excellent precision. These auxiliary data appear to be satis-
factory.

(C) A brief summary of the heat of combustion results on
NF4BF4 1s given in Table V. The experiments by visual observa-
tion of the bomb after combustion appeared to be successful in
that no unburned residues were observed and mass spectrometry
revealed the expected gaseous product COp and traces of CFs. The
calculated heats of combustion, however, showed wide variations.
Possible causes for these variations were researched as follows:

(a) Deterioration of the Sample - A few milligrams of sample
were allowed to stand exposed to the dry box atmosphere
over the weexend. No changes in the sample appearance
were observed, making deterioration an unlikely cause.

(b) Water Associated with the Kynar - Karl Fischer analyses
for water before and after drying the Kynar at 120°C.
overnight indicated no appreciable water in the Kynar.

(c) 1Incomplete Combustion - Visual inspection of the bomb
and mass spectrometer analysis of gaseous products showed
no evidence for incomplete reaction.

(d) Reaction of Kynar and NF4BFs - This appears to be the
only plausible cause, but, 1f it took place to the ex-
tent indicated by the heat of combustion data, one would
expect considerable and obvious gas formation in the
sealed bags. This was not observed.

Because of the limited amount of sample and the considerable ex-
pense of its synthesis, it was not practical to lnvestigate varia-
tions in the heat of combustion technique. Chances of success
were believed too small to risk the use of more sample.

3, Differential Scanning Calorimeter Technique (U)

(U) The Thermal Research Laboratory recently acquired a
Perkins-Elmer Differential Scanning Calorimeter which is suited
for measurement of heat capacity, heats and temperatures of phase
transilftions, and heat of reaction with moderate accuracy. The
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advantage of the DSC is that results can be obtalned on a few
milligrams of sample. The sample is enclosed in a small aluminum
capsule and 1s then heated so that its temperature rises at the
same rate as that of a reference capsule containing the calori-
metric standard material, Al>03. The rate at which energy is
supplled to the sample is recorded and, for example, if a sample
undergoes melting, a peak is observed in the rate of heating,
since the heat of melting must be supplied in a short time.

From the area under the peak, the heat of melting can be determined.

(C) Since Shell Development Company personnel reported to
us that NF.BF, decomposes to NFs, BF3, and Fz at relatively low
temperatures, it seemed worthwhile to attempt a measurement of
the heat of decomposition in the DSC. Preliminary measurements
at Shell indicated a heat of decomposition of about 8 cal/g.

(U) A copy of the recorder output (heating rate) as a func-
tion of temperature is shown in Figure 1. The sample when heated
showed a small increase in heat absorption in the range 500-510°K.
Heating was stopped at about 520°K and the capsule containing
the sample was cooled and weighed. Only 2 to 3% of the sample
weight was lost, and it was concluded that the heat absorption
was a reversible phase transitlon. This was confirmed when the
sample was heated again to 520°K and the same heat absorption
was observed at 500-510°K. Integration of the area under the
peak gave a heat of transition of 13 cal/g. It seems likely
that it was this heat of transition which was observed by Shell
Development Company personnel.

(C) Heating was now continued above 520°K, and at about 560°K
it was evident that an endothermic process was taking place. Also
the instrument exhaust port began fuming, indicating the escape
of reactive vapors. This endothermlec process appeared to be com-
pieted by 620°K, at which point the capsule was cooled and weighed.
A weight loss corresponding to 99.5% of the sample was observed.
From the area under the peak it was roughly calculated that the
heat of decomposition was 80 cal/g. This is somewhat uncertailn
becaugse of difficulty 1n Jjudging where to draw the basellne. The
corrosive vapors emitted by the sample had seriously affected the
instrument as shown by blank runs following this work. For this
reason, no further runs were made and the single datum obtained
was the basis of a preliminary heat of formation of NF4BF4 of
-318.8 &+ 10 kcal/mole. From later work to be described, it is
evident that the uncertainty was underestimated.

(U) This work with the differential scanning calorimeter
was promising enough that an apparatus was developed which was
decigned to yield more accurate heats of decomposition as well
as make it possible to collect and identify the decomposltion
products.

8-
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4. Heat of Decomposition Studies of NF4BF, (C) .

a. Apparatus (U)

(U) The first attempt at a custom apparatus for heat of de-
composition was a nickel crucible wound with a glass insulated
constantan heater and suspended 1n a nickel combusticn bomb. When
the sealed bomb was placed in a combustion calorimeter and the
crucible electrically heated, the crucible became hot enough to
decompose NF4BF4 and the electrical heat was about equal to that
of a typical combustion experiment. Blank runs showed excellent
precision. However, when a sample of NF4BFs was tried, an exo-
therm was observed rather than the expected endothermic effect.
Mass spectrometer examination of the gases showed the expected
NFa, but also large amounts of SiFs rather than BFs. The reac-
tion of the Fz and BFs with the very dry glass insulation was not
expected, since there are literature reports of successful fluo-
rine combustion carried out in glass apparatus.

(C) A second attempt, which proved successful, was designed
to eliminate the deficiencies noted above. An all-nickel chamber
was fabricated from a discarded combustion bomb head, a short
length of nickel pipe and an ordinary commercial crucible. These
parts were brazed together with high nickel alloy as shown in
Figure 2. A 1id for this chamber was fabricated from 1/8" sheet
nickel, to which was brazed a stainless steel Hoke valve and a
stainless steel tube for lead exits. The chamber and 1id were
mounted in a combustion bomb as shown in Figure 2. The heater
wires are thus 1solated from the corrosive gases liberated by
decomposition of NF+BF4.

(U) The combustion bomb thus modified was placed in an
ordinary combustion calorimeter equipped with the usual thermo-
statted bath and a thermistor as a thermometer.

b. Procedure (U)

(U) The apparatus was thoroughly dried, assembled, connected
to a vacuum line and evacuated. The inner chamber was then charged
with pure fluorine to a pressure of 500 mm and the heater was sub-
Jected to three heating cycles, each similar in intensity and dura-
tion to tha® used for decomposition runs. This "conditioning" .
procedure formed a protective coating of NiFz on the chamber walls
and insured complete removal of any residual moisturz. The fluorine
was then pumped out and the conditioned apparatus was locked into '
a monitored dry box. Approximately 0.150 g of sample was placed
in a polyethylene vial; the vial was removed from the box, weighed,
and returned. The apparatus was disassembled, the sample was
charged to the inner chamber, and the apparatus was reassembled.
The vial was removed from the box and weighed to obtaln the exact
sample weight by difference. The inner chamber was evacuated and *
the loaded bomb placed in an isoperibol calorimeter.

-10-
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CAP SCREW (Not Shown)
/ HOLDS LIUS IN PLACE
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NICKEL PIPE

NICKEL CRUCIBLE

[~ CONSTANTAN
WIRE HEATER

(C) Fig. 2 - Combustion Bomb Modified for Heoat

of Decomposition of NF4BF4
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(U) Heater leads were connected to a constant direct current
source and, after thermal equllibration and drift rate reaidings,
1.2 amperes was passed through the 27.5 ohm heater for about 1000
sec. The current was monitored by means of a standard resistor
and potentiometer and the heater resistance was checked by the
voltage drop across the heater. The calorimeter temperature was
observed during the heating period and continued through thermal
equilibration and final drift period. The temperature rise cor-
rected for heat leak was calculated by a standard computer program.

(U) After the decomposition run was completed, the calorimeter
was adjusted back to the original inltial conditions and the proce-
dure was repeated. The inner chamber now contained the product
gases, so that these calibration runs were made under conditicns
very simllar to the decomposition runs. Blank runs with the chamber
unconditioned and empty gave a different calibration constant,
showing the importance of callbrating after, rather than before,
the decomposition run itself. The difference in calibration con-
stant may be related to the interaction of the product gases and
the bomb walls; we have noted that BFs in a métal vacuum system is
strongly absorbed on the surfaces of the system.

(U) The energy input was calculated from the time, current,
and heater resistance. The temperature rise corrected for heat
leak divided into the energy gave the effective callbration con-
stant, E (calor), in cal/°C.

(U) After the calorimetry was completed, the bomb was at-
tached to a vacuum line and the bomb gases allowed to expand into
a known volume. The final pressure was read on a Wallace & Tiernan
dial manometer. A sample of the gas was then expanded into an
infrared cell (AgCl windows) and a spectrum obtained. A portion
of the bomb gas was admitted to a bulb containing a few ec of
mercury. The bulb was shaken to react out Fz and BFs, and the re-
maining gas was examined by mass spectrometry.

¢. Results (U)

(C) The effectiveness of this approach was certified by three
factors. The decompositlon reaction was assumed to be:

NF4BFs (c) - NFs (g) + BFs (g) + Fz (g)

From the sample mass 1t was possible to calculate the moles of gas
expected after decomposition and this could be compared with the
amount of gas derived from the measured final pressure, the volume
of the bomb and the vacuum system, and the amblent temperature.
Excluding one obviously erroneous resulc, the average moles of gas
measured were 95% of theory. This was considered very satlsfactory
in view of the neglect of gas lmperfection corrections and the
tendency for BFs to ba absorbed on metal surfaces.

(V) A second factor indicating the assumed decomposition reac-
tion to be correct was the infrared spectrum of the products. A

-12-
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comparison with a spectrum of a mixture of pure BF3; and NFs is
given in Figure 3. No unexplained bands are observed in the spec-
trum of the products. The reletive intensities also accord with
the expected 1:1 ratioc of NFs and BFsj.

(C) The third factor lending support to the proposed decompo-
sition reaction was mass spectrometer examination of the bomb gases.
A portion of the gaseous products was admitted to an evacuated
glass bulb contalning a few cc of mercury. The bulb was shaken to
react out Fz and BFj (simulated runs showed the BFs and Fs are
quantitatively removed by mercury) and the remaining gas analyzed
by mass spectrometer. The gas was O5% NFs with small amounts of
NgF4, No¥o2, CFs, SiF4 and Oz. Since these other products may
have formed during the sampling process and, in any case, are
present in such small amounts, the assumption of decomposition
to NFa, BFs, and Fz appears well established. At the same time,

the sample of NF4BF4 must have been of good purity to agree so
well with expectations.

(C) Calorimetric results for the decomposition experiments
are given in Table VI. The average value for AEr/M is 184 cal/g
with a standard deviation of 7 cal/g. The molecular weight of
NF4BF; 1s 176.805, from which is derived:

NF4BFs (c) =+ BFs (g) + NFs (g) + Fz (g)°
AEr = 32.4 kcal/mole
Converting to constant pressure conditions:
AHr = 32.4 + AnRT
= 34.1 kecal/mole
;
The heat of formation of BFs is given by Johnson, Feder, and Hub-
bard (3) as -271.65 kcal/mole and the heat of formation of NFsz is
-31.6 kcal/mole from work by Sinke (4) and Walker (5). Combining
these values ylelds:
AHf298(NF4BFs, ¢) = =337.4% + 2.5 kcal/mole
The uncertainty 1s taken as twice the standard deviation of the
decomposition experiments and does not include uncertainties in

the heats of formation of BFs; and NFs.

(C) Wilson (6) estimated the heat of decomposition of NF.BF,

to be -2 + 20 kcal/mole and that of NF4+C104 to be -70 + 20 kcal/mole.

The present work indicates NF4BF, to be substantially more stable
than Wilson's estimate; correspondingly, the perchlorate may not

be as unstable as he predicted. The difficulty of making accurate
projections in thermochemlstry is attested to by the fact that
Wilson's generous limits of error failed to include the experimental
result.

-13-
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Table VI
(C) Heat of Decomposition of NF,BF4

Expt. Sample Corrected temp. E (calor), Elec. AEr/M,
No. mass, g rise, °C cal/°C energy, cal. cal/g
5 0.1534 2.93457 3215.92 9460.9 154
6 0.1606 2.93014 3217.2% 9458.8 199
v 0.1642 2.93262 3216.7° U6k .7 191
8 0.1550 2.93027 3217.0° QU577 200
10 0.1632 2.92572 3020.7° O451.7 176 |
11 0.1640 2.92473 3220.6° o448, 7 179 |

20one experiment.

bAverage of two experiments. ’
CAverage of three experiments.

B. HEATS OF COMBUSTION OF PBAA AND PBAN (U)

. 1. Introduction (U)

(U) Samples of the prepolymer materials PBAA and PBAN were
obtained from the American Synthetic Rubber Corporation. These
substances are largely. low molecular weight polymers of butadiene
with small amounts. of copolymers acrylic acid (PBAA) and acrylo-
nitrile (PBAN). Other additives are also present,as evidenced by
chlorine and sulfur combustion products found in bomb solutlons
recovered after heat of combustion experiments. Therefore, re-
sults are reported on the basis of empirical formulas determined
by elemental analysis.

i
¥
i
4
{
i
H
i

2. Materials (U)

(U) Both PBAA and PBAN are dark, viscous liqulds with densi-
ties of 0.92 and 0.96 g/cc, respectively. Elemental analyses for
carbon and hydrogen were made by burning samples in oxygen in a
dry combustion bomb and sweeping the COz and H20 formed into tubes
S packed with Ascarite and magnesium perchlorate, respectively. Ni-
trogen was determined by Kjeldahl analysis and sulfur by standard
peroxide fusion and determination of sulfate. The oxygen content
was measured by neutron activation analysis. In additlon, solu-
tions recovered from the bomb after calorimetrlc combustion experi-
ments were analyzed for chloride and sulfate. Analytlcal data are
o collected in Table VII and are compared with the selected empirical
compositions.

-15-
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3. Equipment and Procedure (U)

(u) A platinum-lined combustion bomb and rotating bomb cal-
orimeter were employed. Standard heat of combustion procedures
were followed. Samples were burned in open crucibles with only
a cotton thread fuse as auxiliary material.

4, Results (U)

‘ (U) Results of the calorimetric experiments were calculated

by standard computer programs based on the outline of Hubbard,
Scott, and Waddington (7). Constant factors used in the calcuia-
tions are given in Tables VIII and IX and typical experimental
runs are outlined in Table X. Individual runs and overall average
are given in Table XI.

(U) The average result for PBAA refers to the reaction:

C7.11006H10.9130200.1437650-03119No. 02142 (1) + 9.81322 0, (g) -
7.11006 CO- (g) + 5.42532 H-0 (1) + 0.03119 H,S04 (in 400 H-0) +
0.01071 N, (g)

AECngg = -1036.09 keal/100 g

Correcting to constant pressure conditions:

AHGp9g = AECsgg + AnRT
= -1036.09 - 1.60
=-1037.69 kcal/100 g

With heats of formation of COz (g), H20 (1), and HxS04 (400 H20)
I from NBS Technicali Note 270-3, there is derived for PBAA:

AHPo9e(PBAA, 1) = -8.28 keal/100 g

(U) The average result for PBAN refers to the reaction:

Ce.g9359H10.2185500. 1375150-03119No. 22846Clo- 01410 (1) + 9.42273 02 (g) =
6.89359 C0s (g) + 5.07104 H20 (1) + 0.03119 H-S04 (400 HZ0) +
0.01410 HC1 (IOOO HgO) + 0.11423 N2 (g)

AEC29g = -999.8%4 keal/100 g
Correcting to constant pressure conditions:

-999.84 - 1.43
-1001.27 keal/100 g

AHG 298
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Tablq_g

Summary of Typical Calorimetric Experiments

for PBAA and PBAN (U)

Atf, °C

Atcorrs °C

El(cont.), cal/°C

Ef(cont.), cal/°C

E(calor), cal/°C

AEign, cal

AE(cor. to std. states), cal
-m'AER/M(fuse), cal
mAEE /M{ compd.), cal
AE/M(compd.), cal/g

PBAA PBAN
0.666819 0.682194
0.002560 0.002400
0.06534 0.05534
22 .96666 22.96673
25.05055 25.02575
0.06691 0.06722
5.35 5.35
5.69 5.66
3427.20 3427.20
0.37 0.36
2.64 2.65
10.14 9.50
-6908.82 -6821.18
-10360.19 -9998.9
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With auxiliary heats of formation from NBS Technical Note 270-3:
AHf 29g(PBAN, 1) = -0.70 kecal/100 g.

Table XI

(U) Heats of Combustion of PBAA and PBAN

Expt.

No. -AE¢ (kcal/100 g of PBAA) -AE¢ (kecal/100 g of PBAN)
1 1036.49 999.90
2 1036.21 999.73
3 1035.69 999.89
b 1035.97 999.99
5 1036.09 999.56
6 -- 999.96
Avg. -1036.09 kcal/100 g of PBAA  -999.84 kcal/100 g of PBAN
Std. Deviation 0.13 0.07

C. HEATS OF COMBUSTION OF ELF-100 AND ELF-101 (U)

1. Introduction (U)

(¢) ELF-100 and ELF-101 are code designations for two C-H-N
compounds syntheslized at Esso Research and Engineering Company.
Work on the heat of combustlon is reported here for aminoethyl-
aziridine, C4HioN, (ELF-100), and methyldiazabicyclooctane,
C7H14N> (ELF-101).

2. Materials (V)

(1) Correspondence from Esso Research and Englneering Company
stated the materials were "analytically pure as attested to by
C-H-N analysis, NMR, and IR." The samples were liquids of low
vapor pressure but appreciable reactivity with respect to absorp-
tion of water and COs.

(U) A check on these samples was made by neutron activation
analysis for oxygen. Results indicated 0.56 and 0.25 weight percent
oxygen in the TLF-100 and ELF-101, respectively. Karl Fischer
analysis for water in these samples gave erratlc results, possibly
due to Interference by the samples themselves.

(U) Heat of combustion measurements, to be described in a later
section, indicated the ELF-101 sample was decomposing in some way.
Therefore, another batch of ELF-101 was obtained from Houdry Chemi-
cal Company (also the source of the original Esso sample). The
Houdry material was distilled and a center cut had a purity of 99.6
mole % by freezing curve analysis. The initial freezing point of
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this cut was -60.7°C. Freezing curves on a less pure cut showed

an initial freezing point of -61.0°C, but the entire curve did not

reflect the lower purity. Thus, there is some doubt about the

validity of the freezing curve technique in this case. Karl

Fischer analysis for water on the cut freezing at -60.7°C showed 9
less than 0.1% with no evidence of interference. Any impurities

are therefore assumed to be organic in nature, hopefully with

heats of combustion similar to ELF-101 itself.

(U) Assessments of the accuracy of the calorimetry on these
samples must take into account the above described uncertainties
about sample purity.

3. Equipment (U)

(U) A typical rotating bomb calorimeter and a platinum-lined
combustion bomb were employed.

4. Procedure (U)

(U) Tests showed that samples enclosed in Mylar film picked
up welght when exposed to the atmosphere, presumably by diffusion
of moisture through the »nlastic. Samples were therefore loaded
in a dry atmosphere into thin walled glass ampoules which were
sealed off. The weighed ampoules were placed in a platinum cruci-
ble and a small weighed amount of paraffin oil was added. The bomb
was charged in the usual way and fired electrically. The paraffin
0il ignited and the heat burst the sample ampoule, allowing 1its
contents to burn completely. After the calorimetry the bomb was
rinsed out and the solution titrated for HNOs formation.

5. Results (U)

(C) Results were calculated by computer using standard pro-
cedures. Constant factors employed in the calculations are given
in Table XIT, and data for the individual experiments in Tables
XIIT, XIV, and XV. The average result for ELF-100 from Table XIV
and a molecular weight of 86.1377 yields AEc3gs = -729.57 + 0.51
kcal/mole for the constant volume process:

CsHioNo (1) + 13/2 02 (g) = CO2 (g) + 5 H20 (1) + N2 (g).
Calculating to constant pressure conditions gilves:
AEc 398 = -730.46 £ 0.51 kcal/mole
from which is derived: .
AHP 298 (1) = +12.68 % 0.51 kecal/mole

The error is twice the standard deviation of the experiments and-
does not include any uncertainty due to impurities.

(U) The results for ELF-101 (Sample I from Esso) show a trend
with time as illustrated in Figure 4. Apparently some process such
as isomerization, polymerization, or decomposition is taking place
which results in a steadily decreasing heat of combustlon. .

-20-
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(C) Constant Factors for Heat of Combustion Calculations

Empirical formula, ELF-100
Empirlcal formula, ELF-101
Empirical formula, paraffin oil
Empirical formula, Mylar film
Empirical formula, fuse

Density of ELF-100, g/cc

Density of ELF-101, g/cc

Density of paraffin oil, g/cc
Density of film, g/cc

Density of fuse, g/cc

Bomb volume, liter

Initial oxygen pressure, atm
Initial water, liter

Reference temperature, °C

(8E/8P)qp of ELF-100 and ELF-101, cal/g/atm
(6E/6P)T of paraffin oil, cal/g/atm
(8E/6P)q of film, cal/g/atm

AE8 of film, kcal/mol

AE& of fuse, kecal/mol

Cp of ELF-100 and ELF-101, cal/g/°C
Cp of oil, cal/g/°C

Cp of film, cal/g/°C

Cp of fuse, cal/g/°C

E (calor) for ELF compounds, cal/°C
E (calor) for paraffin oil, cal/°C

*
Exp. 10 - 0.010 liter.
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C4HioN2
C7H14N2
CHi.g374
C10HgO4
CHi.g00.9
0.986
0.899
0.89
1.38
1.5
0.347
30.3
0.001*
25.00
-.00189
-.00614
-.00080
-104.89
-111.7
0.5

0.5
0.315
0.4
341471
3427.20
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(U) The results for ELF-101 (Sample II, purified at Dow) show
good precision (Table XVI). This sample was frozen shortly after
purification and was kept frozen in sealed glass ampoules until
just before the combustion experiments. It is not known, there-
fore, whether Sample II would have shown decreasing AHc if it had
been allowed to stand at room temperature.

(C) The average result for ELF-101 from Table XVI and a
molecular weight of 126.203 yields AEcSgs =-1138.07 kcal/mole
for the constant volume process:

C7H1aN2 (1) + 21/2 Oz (g) > 7 CO2 (g) + 7 H20 (1) + N2 (g)
Converting to constant pressure conditions:
AHcRgs =-1139.55% 4 0.33 keal/mole
from which is derived:
AAf3gs (1) =2.99 & 0.33 kcal/mole.

As for ELF-100, the error does not include uncertainty in sample
purity.

D. HEAT OF COMBUSTION OF METHYLENE BISOXYAMINE ()

1. Introduction (U)

(C) A sample of methylene bisoxyamine, CHgO2N2, Code DOA,
was received from Rocket Propulsion Laboratory at Edwards Air
Force Base. The heat of formation was determined by standard
oxygen combustion calorimetry.

2. Material (U)

(U) Correspondence from AFRPL informed us that DOA is flam-
mable, has an impact sensitivity of 70 kg-cm, and has a vapor
pressure of 1 mm at 33°C. It must be handled in a dry box and is
decomposed catalytically by a number of substances. Purity is
99.1% (method used was not specified). Because only a small amount
of sample was available, no attempts at analysls or purification
were made at Dow.

(U) Ethylene glycol containing a little water was used as a
diluent for DPOA. The heat of combustion of the glycol was deter-
mined in separate experiments.

3. Equipment (U)

(U) A standard rotating bomb combustion calorimeter and a
platinum-lined combustion bomb were employed.
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4. Procedure (U)

(U) Preliminary experiments showed DOA detonated to incom-~
plete combustion products when ignited in a platinum crucible in
30 atm of oxygen. Suitable moderation of the reaction was achieved
by burning a 50-50 mixture of DOA and ethylene glycol as follows.

(U) A long, narrow polyethylene bag was fabricated from poly-
propylene film and weigheil. A metal clamp was placed across the
middle of the bag and the assembly weighed. The clamped bag was
taken into a dry box and an appropriate amount of DOA added to
one side which was then sealed. The loaded bag was removed from
the dry box and weighed. An appropriate amount of ethylene glycol
was added to the other side of the bag, and the bag was sealed
and weighed. If weighing dataz ~howed no leaks existed, the clamp
was removed and the two liquids were mixed in the bag. The heat
of combustion was then measured by the usual techniques.

(U) The heat of combustion of the ethylene glycol was also
measured in the same apparatus. The conditions for the glycol
experiments (such as weighing time) were kept as nearly as possi-

ble identical to the DOA-glycol experiments to eliminate systematic
errors.

(U) The heat of mixing of DOA and ethylene glycol was measured
in a Beckman microcalorimeter.

5. Results (U)

(U) Constant factors used in the computer program for data
reduction are given in Table XVII. Typical experimental data are
given in Table XVIII and individual experiments in Table XIX.

(C) To the average result of Table XIX is added the heat of
mixing of 5.0 cal/g to give -AEc/M = 3524.6 cal/g. The molecular
weight of methylene bisoxamine is 78.071 which yields:

AEc2gg = -275.17 kecal/mole
for the reaction:
CHg02N2 (¢) + 1.5 Oz (g) > CO=2 (g) + 3 H20 (1) + Nz (g).

Calculating to constant pressure conditions:

AHe2gg = -274.88 1 0.36 kcal/mole.

Auxiliary data for COz and H20 then yield for methylene bisoxXxyamine:

AHf%0g (1) = -24%.12 4 0.36 kcal/mole.

The uncertainty does not include any error due to impurities in

the sample, but is only the calorimetric uncertainty for the
sample as submitted.
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Table XVII

(C) Constant Factors in Calorimetry of Methylene
Bisoxyamine (Code DOA)<,VY

Empirical formula, DOA CHgO2Np
Empirical formula, glycol C2HeO02
Density of DOA, g/cc 1.100
Density of glyr»l, g/ecc 1.115
Bomb volume, liter 0.347
Initial oxygen pressure, atm 30.3
Initial water in bomb, g 1.0
Reference temperature, °C 25.00
(aE/aP)T of DOA, cal/g/atm (-0.0030)
(BE/BP)T of glycol, cai/g/atﬁ' -0.00397
Cp of DOA, cal/g/°C (0.50)
Cp of glycol, cal/g/°C 0.577
E (Calor), cal/°C 3414.70

a

Quantities in parentheses are estimated.

For polypropylene film and cotton fuse see
Table I, this report.
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